DEVELOPING AGGREGATE TRIAL BLENDS
WORKSHEET

1.
What is the dust:binder ratio for trial No. 1? Does this fall within the allowable range?

2.
For trial No. 2, what is the required new binder PG grade to meet the required blended grade of PG 64-22?

3.
What is the blended binder grade for trial No. 1?

4.
What is the minimum and maximum RAP contents based on binder grade analysis for trial No. 1?


5.
What is the maximum RAP content based on variability analysis for trial No. 2?

6.
What seems to control maximum RAP content for these materials, variability or binder grade?

7.
What are the estimated values for coarse aggregate fractured faces for trial No. 1? Do they meet the required values?

8.
What are the estimated values for fine aggregate angularity and sand equivalent for trial No. 2? Does this meet the required value?
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