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Appendix B  
Test Specimen Identification and Air Void Content
Table B - 1.  Georgia Granite, MD 307

	Specimen ID
	Test
	Location
	Air Void Content, %

	MD 307.03
	ASTM D4867
	AAT
	7.6

	MD307.04
	ASTM D4867
	AAT
	7.5

	MD307.05
	ASTM D4867
	AAT
	7.4

	MD307.06
	ASTM D4867
	AAT
	6.8

	MD307.07
	ASTM D4867
	AAT
	6.8

	MD307.08
	ASTM D4867
	AAT
	6.8

	MD307.09
	Hamburg
	PaveTex
	7.4

	MD307.10
	Hamburg
	PaveTex
	7.3

	MD397.11
	Hamburg
	PaveTex
	7.3

	MD307.12
	Hamburg
	PaveTex
	7.7

	MD307.15
	ECS/DM
	UTEP
	7.0

	MD307.16
	ECS/DM
	UTEP
	7.1

	MD307.17
	ECS/DM
	PSU
	7.0

	MD307.18
	ECS/DM
	PSU
	7.1

	MD307.19
	ECS/DM
	UTEP
	7.4

	MD307.20
	ECS/DM
	PSU
	7.3

	MD307.21
	ECS/DM
	UTEP
	7.1

	MD307.22
	ECS/DM
	PSU
	7.3

	MD307.23
	ECS/DM
	UTEP
	7.3

	MD307.24
	ECS/DM
	UTEP
	7.4

	MD307.25
	ECS/DM
	PSU
	7.1

	MD307.26
	ECS/DM
	PSU
	7.6


Table B - 2.  Arkansas Gravel, MD 311

	Specimen ID
	Test
	Location
	Air Void Content, %

	MD311.03
	ASTM D4867
	AAT
	7.6

	MD311.03
	ASTM D4867
	AAT
	7.3

	MD311.03
	ASTM D4867
	AAT
	7.1

	MD311.03
	ASTM D4867
	AAT
	7.1

	MD311.03
	ASTM D4867
	AAT
	7.1

	MD311.03
	ASTM D4867
	AAT
	7.1

	MD311.09
	Hamburg
	PaveTex
	7.0

	MD311.10
	Hamburg
	PaveTex
	7.0

	MD311.11
	Hamburg
	PaveTex
	6.8

	MD311.12
	Hamburg
	PaveTex
	6.8

	MD311.13
	ECS/DM
	UTEP
	7.7

	MD311.14
	ECS/DM
	UTEP
	7.3

	MD311.15
	ECS/DM
	PSU
	7.5

	MD311.16
	ECS/DM
	PSU
	7.4

	MD311.17
	ECS/DM
	UTEP
	6.9

	MD311.18
	ECS/DM
	PSU
	7.1

	MD311.19
	ECS/DM
	UTEP
	6.9

	MD311.20
	ECS/DM
	PSU
	6.8

	MD311.21
	ECS/DM
	UTEP
	7.1

	MD311.22
	ECS/DM
	PSU
	7.0

	MD311.23
	ECS/DM
	UTEP
	6.8

	MD311.24
	ECS/DM
	PSU
	6.9


Table B - 3.  Wisconsin Gravel, MD 313

	Specimen ID
	Test
	Location
	Air Void Content, %

	MD313.03
	ASTM D4867
	AAT
	7.0

	MD313.04
	ASTM D4867
	AAT
	6.7

	MD313.05
	ASTM D4867
	AAT
	7.1

	MD313.06
	ASTM D4867
	AAT
	7.0

	MD313.07
	ASTM D4867
	AAT
	7.3

	MD313.08
	ASTM D4867
	AAT
	7.3

	MD313.09
	Hamburg
	PaveTex
	6.6

	MD313.10
	Hamburg
	PaveTex
	6.7

	MD313.11
	Hamburg
	PaveTex
	6.7

	MD313.12
	Hamburg
	PaveTex
	6.7

	MD313.13
	ECS/DM
	PSU
	7.4

	MD313.14
	ECS/DM
	UTEP
	7.3

	MD313.15
	ECS/DM
	UTEP
	7.3

	MD313.16
	ECS/DM
	PSU
	7.2

	MD313.17
	ECS/DM
	PSU
	7.1

	MD313.18
	ECS/DM
	PSU
	7.1

	MD313.19
	ECS/DM
	UTEP
	6.9

	MD313.20
	ECS/DM
	UTEP
	7.2

	MD313.21
	ECS/DM
	PSU
	7.0

	MD313.22
	ECS/DM
	UTEP
	7.0

	MD313.23
	ECS/DM
	PSU
	6.9

	MD313.24
	ECS/DM
	UTEP
	7.0


Table B - 4.  Mississippi Chert, MD 314
	Specimen ID
	Test
	Location
	Air Void Content, %

	MD314.03
	ASTM D4867
	AAT
	7.5

	MD314.04
	ASTM D4867
	AAT
	7.4

	MD314.05
	ASTM D4867
	AAT
	7.2

	MD314.06
	ASTM D4867
	AAT
	7.0

	MD314.07
	ASTM D4867
	AAT
	7.2

	MD314.08
	ASTM D4867
	AAT
	7.2

	MD314.09
	Hamburg
	PaveTex
	6.9

	MD314.10
	Hamburg
	PaveTex
	6.9

	MD314.11
	Hamburg
	PaveTex
	7.0

	MD314.12
	Hamburg
	PaveTex
	7.0

	MD314.13
	ECS/DM
	PSU
	7.1

	MD314.14
	ECS/DM
	UTEP
	7.3

	MD314.15
	ECS/DM
	UTEP
	7.2

	MD314.16
	ECS/DM
	PSU
	7.2

	MD314.17
	ECS/DM
	PSU
	7.2

	MD314.18
	ECS/DM
	PSU
	7.1

	MD314.19
	ECS/DM
	UTEP
	7.1

	MD314.20
	ECS/DM
	UTEP
	6.8

	MD314.21
	ECS/DM
	UTEP
	7.1

	MD314.22
	ECS/DM
	PSU
	7.2

	MD314.23
	ECS/DM
	PSU
	6.7

	MD314.24
	ECS/DM
	UTEP
	7.1


Table B - 5.  Kentucky Limestone, MD 315

	Specimen ID
	Test
	Location
	Air Void Content, %

	MD315.03
	ASTM D4867
	AAT
	6.5

	MD315.04
	ASTM D4867
	AAT
	6.8

	MD315.05
	ASTM D4867
	AAT
	6.7

	MD315.06
	ASTM D4867
	AAT
	7.0

	MD315.07
	ASTM D4867
	AAT
	6.8

	MD315.08
	ASTM D4867
	AAT
	6.9

	MD315.09
	Hamburg
	PaveTex
	6.4

	MD315.10
	Hamburg
	PaveTex
	6.3

	MD315.11
	Hamburg
	PaveTex
	6.4

	MD315.12
	Hamburg
	PaveTex
	6.3

	MD315.13
	ECS/DM
	PSU
	7.1

	MD315.14
	ECS/DM
	UTEP
	6.8

	MD315.15
	ECS/DM
	UTEP
	6.7

	MD315.16
	ECS/DM
	PSU
	6.7

	MD315.17
	ECS/DM
	UTEP
	7.1

	MD315.18
	ECS/DM
	PSU
	7.2

	MD315.19
	ECS/DM
	PSU
	6.8

	MD315.20
	ECS/DM
	UTEP
	7.1

	MD315.21
	ECS/DM
	UTEP
	7.1

	MD315.22
	ECS/DM
	PSU
	7.2

	MD315.23
	ECS/DM
	UTEP
	7.1

	MD315.24
	ECS/DM
	PSU
	7.0


Table B - 6.  Oklahoma Sandstone with Lime, MD 316

	Specimen ID
	Test
	Location
	Air Void Content, %

	MD316.03
	Hamburg
	PaveTex
	7.0

	MD316.04
	Hamburg
	PaveTex
	6.3

	MD316.05
	Hamburg
	PaveTex
	6.3

	MD316.06
	Hamburg
	PaveTex
	6.6

	MD316.07
	ASTM D4867
	AAT
	6.6

	MD316.08
	ASTM D4867
	AAT
	6.5

	MD316.09
	ASTM D4867
	AAT
	6.4

	MD316.10
	ASTM D4867
	AAT
	6.6

	MD316.11
	ASTM D4867
	AAT
	6.5

	MD316.12
	ASTM D4867
	AAT
	6.7

	MD316.13
	ECS/DM
	PSU
	6.9

	MD316.14
	ECS/DM
	UTEP
	7.4

	MD316.15
	ECS/DM
	UTEP
	6.6

	MD316.16
	ECS/DM
	PSU
	6.8

	MD316.17
	ECS/DM
	PSU
	7.1

	MD316.18
	ECS/DM
	PSU
	7.1

	MD316.19
	ECS/DM
	UTEP
	6.9

	MD316.20
	ECS/DM
	UTEP
	7.2

	MD316.21
	ECS/DM
	PSU
	7.1

	MD316.22
	ECS/DM
	UTEP
	6.9

	MD316.23
	ECS/DM
	UTEP
	6.9

	MD316.24
	ECS/DM
	PSU
	6.9


Table B - 7.  Pennsylvania Dolomite, MD 317

	Specimen ID
	Test
	Location
	Air Void Content, %

	MD317.03
	Hamburg
	PaveTex
	6.6

	MD317.04
	Hamburg
	PaveTex
	6.4

	MD317.05
	Hamburg
	PaveTex
	6.2

	MD317.06
	Hamburg
	PaveTex
	7.0

	MD317.07
	ECS/DM
	PSU
	7.2

	MD317.08
	ECS/DM
	PSU
	7.3

	MD317.09
	ECS/DM
	UTEP
	7.4

	MD317.10
	ECS/DM
	UTEP
	6.8

	MD317.11
	ECS/DM
	PSU
	7.0

	MD317.12
	ECS/DM
	PSU
	6.7

	MD317.13
	ECS/DM
	UTEP
	7.2

	MD317.14
	ECS/DM
	UTEP
	6.5

	MD317.15
	ECS/DM
	PSU
	7.3

	MD317.16
	ECS/DM
	UTEP
	7.1

	MD317.17
	ECS/DM
	PSU
	6.9

	MD317.18
	ECS/DM
	UTEP
	7.0

	MD317.19
	ASTM D4867
	AAT
	7.3

	MD317.20
	ASTM D4867
	AAT
	6.5

	MD317.21
	ASTM D4867
	AAT
	7.3

	MD317.22
	ASTM D4867
	AAT
	6.7

	MD317.23
	ASTM D4867
	AAT
	7.0

	MD317.24
	ASTM D4867
	AAT
	7.1


Table B - 8.  Wyoming Gravel, MD 318

	Specimen ID
	Test
	Location
	Air Void Content, %

	MD318.04
	Hamburg
	PaveTex
	6.8

	MD318.05
	Hamburg
	PaveTex
	7.2

	MD318.06
	Hamburg
	PaveTex
	7.1

	MD318.07
	Hamburg
	PaveTex
	6.9

	MD318.08
	ASTM D4867
	AAT
	7.4

	MD318.09
	ASTM D4867
	AAT
	7.4

	MD318.10
	ASTM D4867
	AAT
	7.4

	MD318.11
	ASTM D4867
	AAT
	7.0

	MD318.12
	ASTM D4867
	AAT
	6.7

	MD318.13
	ASTM D4867
	AAT
	6.5

	MD318.14
	ECS/DM
	PSU
	7.3

	MD318.15
	ECS/DM
	UTEP
	7.1

	MD318.16
	ECS/DM
	PSU
	6.7

	MD318.17
	ECS/DM
	UTEP
	7.1

	MD318.18
	ECS/DM
	PSU
	6.6

	MD318.19
	ECS/DM
	UTEP
	6.7

	MD318.20
	ECS/DM
	UTEP
	6.6

	MD318.21
	ECS/DM
	PSU
	7.0

	MD318.22
	ECS/DM
	PSU
	6.8

	MD318.23
	ECS/DM
	UTEP
	7.1

	MD318.24
	ECS/DM
	UTEP
	6.6

	MD318.25
	ECS/DM
	PSU
	6.8
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