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Appendix E

Visual Inspection
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Figure E - 1.  Visual damage in Georgia granite after ASTM D 4867 test.
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Figure E - 2.  Visual damage in Arkansas gravel after ASTM D 4867 test.
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Figure E - 3.  Visual damage in Wisconsin gravel after ASTM D 4867 test.
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Figure E - 4.  Visual damage in Mississippi chert after ASTM D 4867 test.
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Figure E - 5.  Visual stripping in Kentucky limestone mixture after ASTM D 4867 test.
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Figure E - 6.  Visual damage in Oklahoma sandstone with lime mixture after ASTM D 4867 test.
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Figure E - 7.  Visual damage in Pennsylvania dolomite mixture after ASTM D 4867 test.
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Figure E - 8.  Visual damage in Wyoming gravel mixture after ASTM D 4867 test.
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Figure E - 9.  Split specimen of Georgia granite mix after completion of ECS/DM tests.
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Figure E - 10.  Split specimen of Arkansas gravel mix after completion of ECS/DM tests.
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Figure E - 11.  Split specimen of Wisconsin gravel mix after completion of ECS/DM tests.
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Figure E - 12.  Split specimen of Mississippi chert mix after completion of ECS/DM tests.
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Figure E - 13.  Split specimen of Kentucky limestone mix after completion of ECS/DM tests.
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Figure E - 14.  Split specimen of Oklahoma sandstone mix after completion of ECS/DM tests.
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Figure E - 15.  Split specimen of Pennsylvania dolomite mix after completion of ECS/DM tests.
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Figure E - 16.  Split specimen of Wyoming gravel mix after completion of ECS/DM tests.
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