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APPENDIX D 
 

Conduction Calorimetry Plots 
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Calorimetry Plots – No Supplementary Cementing Material 
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Clinker - High
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Calorimetry Plots – Class F Fly Ash Supplementary Cementing Material 
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Calorimetry Plots – Class C Fly Ash Supplementary Cementing Material 
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Calorimetry Plots – Slag Supplementary Cementing Material 
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Clinker - High
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Calorimetry Plots – Repeatability – Sample 1 
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