Appendix E. Spectral Data file references
Table E1. List of spectral data files for chemical admixtures 
	Participating Agency
	Admixture Name
	Admixture Type
	Admixture Manufacturer
	Source/ Plant/ Location
	File ID

	Connecticut DOT
	Zyla 630
	Water Reducer Type 

ASTM C494 Type A & D
	Grace Concrete Products
	Rocky Hill Lab
	zyla_630.dpt

	
	Zyla R
	Water Reducer and Retarder ASTM C494 Type B & D
	Grace Concrete Products
	Rocky Hill Lab
	zyla_R.dpt

	Maine DOT
	ADVA 140
	High Range Water Reducer

ASTM C494 Type A & F
	Grace Concrete Products
	Sargent Materials/ Hermon ME
	ADVA140_Sargent_Hermon_1.dpt

	
	Darex II AEA
	Air Entrainer 

ASTM C260
	Grace Concrete Products
	Sargent Materials/ Hermon ME
	DarexII_Sargent_Hermon_1.dpt

	
	Delvo stabilizer
	Water Reducer and Retarder ASTM C494 Type B & D
	BASF
	Dragon Products CO/ Portland, ME
	Delvo_stabilizer_Dragon_Portland_1.dpt

	
	Glenium 7500
	High Range Water Reducer

ASTM C494 Type A & F
	BASF
	Dragon Products CO/ Portland, ME
	Glenium7500_Dragon_Portland_1.dpt

	
	Micro Air
	Air Entrainer 

ASTM C260
	BASF
	Dragon Products CO/ Portland, ME
	Micro_Air_Dragon_Portland_1.dpt

	
	Polar Set
	Accelerator

ASTM C494 Type C
	W.R. Grace & Co
	Sargent Materials/ Hermon ME
	PolarSet_Sargent_Hermon_1.dpt

	
	Pozzolith 100XR
	Water Reducer and Retarder ASTM C494 Type B & D
	BASF
	Dragon Products CO/ Portland, ME
	Pozzolith100XR_Dragon_Portland_1.dpt

	
	Recover
	Retarder

ASTM C494 Type D
	Grace Concrete Products
	Sargent Materials/ Hermon ME
	Recover_Sargent_Hermon_1.dpt

	
	Retarder
	Unknown
	Unknown
	Sargent Materials/ Hermon ME
	Retarder_Sargent_Hermon_1.dpt

	
	Rheocrete CNI
	Accelerator / Corrosion inhibitor

ASTM C494 Type C
	BASF
	Dragon Products CO/ Portland, ME


	Rheocrete_CNI_Dragon_Portland_1.dpt


Table E2. List of spectral data files for Recycled Asphalt Pavement Samples from Connecticut

	RAP Stockpile Location
	RAP Source
	Duration of Storage
	Milled or Processed
	Top or Inside
	File ID

	Groton
	State
	1-2 years
	Processed
	Inside
	Groton_Private_Processed_private_inside.dpt

	Groton
	Private
	N/A
	Processed
	Inside
	Groton_State_milled_1-2years_top.dpt

	Groton
	State
	2 years
	Milled
	Top
	Groton_State_Processed_1_2_years_Inside.dpt

	Manchester
	Private
	N/A
	Processed
	Top
	Manch_Private_Processed_Inside.dpt

	Manchester
	Private
	N/A
	Processed
	Inside
	Manch_Private_Processed_Top.dpt

	Manchester
	State 
	N/A
	Processed
	Top
	Manch_State_Processed_Inside.dpt

	Manchester
	State 
	N/A
	Processed
	Inside
	Manch_State_Processed_Top.dpt

	New Britain
	State
	1-2 years
	Milled
	Inside
	New_Britain_State_Milled_1-2years_inside.dpt

	New Britain
	State
	1-2 years
	Milled
	Top
	New_Britain_State_Milled_1-2years_top.dpt

	New Britain
	State
	5-6 years
	Milled
	Inside
	New_Britain_State_Milled_5-6years_inside.dpt

	New Britain
	State
	0-1 year
	Processed
	Top
	New_Britain_State_Processed_RAP_0-1year_Inside.dpt

	New Britain
	State
	0-1 year
	Processed
	Inside
	New_Britain_State_Processed_RAP_0-1year_Top.dpt


Table E3. List of spectral data files for Recycled Asphalt Pavement Samples from Maine

	RAP Stockpile ID
	Nearby Location
	RAP Classification
	Passing #200
	Standard Deviation in Asphalt Content
	File ID

	LAN-HE13-CR-Q
	Hampden, ME
	Pure aggregate
	N/A
	N/A
	RAP_stone_Hampden_ME.dpt

	LAN-SM13-II
	Smyrna, ME
	Class II
	≤10%
	≤0.5
	RAP_Class_II_Smyrna_ME.dpt

	PII-WE13-I
	Wells, ME
	Class I
	≤8%
	≤0.3
	RAP_Class_I_Wells_ME.dpt

	PII-HE13-I
	Hampden, ME
	Class I
	≤8%
	≤0.3
	RAP_Class_I_Hampden_ME.dpt

	PII-FF13-II
	Fairfield, ME
	Class II
	≤10%
	≤0.5
	RAP_Class_II_Fairfield_ME.dpt

	LAN-WB13-II
	Wetsbrook, ME
	Class II
	≤10%
	≤0.5
	RAP_Class_II_Westbrook_ME.dpt

	PII-PNH13-I
	Portsmouth, NH
	Class I
	≤8%
	≤0.3
	RAP_Class_I_Potsmouth_NH.dpt

	CMP-SC13-III
	Dayton, ME
	Class III
	>10%
	N/A
	Class_III_RAP_Commercial_Paving_Dayton_ME.dpt

	PII-WB13-I
	Wetsbrook, ME
	Class I
	≤8%
	≤0.3
	RAP_Class_I_Westbrook_ME.dpt

	LAN-PI13-II
	Presque Isle, ME
	Class II
	≤10%
	≤0.5
	RAP_Class_II_Presque_Isle_ME.dpt

	PII-PO3-I
	Poland, ME
	Class I
	≤8%
	≤0.3
	RAP_Class_I_Poland_ME.dpt

	LAN-WA13-III
	Washington, ME
	Class III
	>10%
	N/A
	RAP_Class_III_Washington_ME.dpt
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